
QUALITY ASSURANCE REQUIREMENTS

Copper sheets, strips, plates, and rolled bars shall be legibly marked, per ASTM 
B248, with the purchase order number, metal or alloy designation, temper, 
size, shape, gross and net weight, and the name of the manufacturer.  The 
applicable ASTM number shall be shown.

Any material received unmarked will be processed as 
nonconforming material.
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