
QUALITY ASSURANCE REQUIREMENTS

Drawn or rolled nickel-chromium and nickel-chromium-iron alloys for 
electrical heating elements shall be marked per ASTM B344.  Material will be 
identified by the name or symbol, color code of the manufacturer, and by the 
melt number.

Any material received unmarked will be processed as 
nonconforming material.
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